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ABSTRACT. The goal of this work is to improve the understanding of the 
relation between the microstructural characteristics of Intercritical 
Austempered Ductile Cast Iron (IADI) and the damage micromechanisms 
observed during its tensile loading. The experimental methodology involves 
heat treatments to obtain IADI and the assessment of the damage 
mechanisms (sequence and occurrence) during step by step tensile testing. 
The damage evaluation was carried out by observing the surface of the tensile 
test specimen with optical and scanning electron microscopy. 
The results show that small cracks start forming soon after the yield stress is 
surpassed. The crack initiation is preferentially located at matrix-nodule 
interface. As loading increases, cracks also develop at the ferritic grain 
boundaries and the ausferritic/ferritic interfaces. Consequently, at higher 
strain values, a competition between the plastic deformation on internodular 
zones and crack propagation along ausferritic phase is observed. 
Finally, the final fracture is produced by the propagation of cracks across the 
internodular ligaments and through the ausferritic/ferritic interface that later 
coalesce into a single dominant crack leading to the material failure.  
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INTRODUCTION 
 

pheroidal Graphite cast Iron (SGI) is a kind of cast material which covers a wide range of mechanical properties via 
microstructural control. SGI can be produced with ferritic, pearlitic, martensitic or ausferritic matrices depending on 
its chemical composition and processing. The SGI with ausferritic matrix is usually obtained after an austempering 

heat treatment and it is called Austempered Ductile Iron (ADI). It shows very high strength and acceptable toughness. 
These characteristics, together with the relatively low cost and ease of production, make SGI and ADI to be increasingly 
used in the construction of high stressed parts for machines and vehicles [1]. However, as most structural materials 
nowadays, SGI faces a strong competition from different materials available for similar applications. In this context, over 
the last 10 years, increasing attention has been given to the development of a new kind of SGI, referred to as Intercritical 
Austempered Ductile Iron (IADI) or sometimes as Dual-Phase Austempered Ductile Iron (DPADI) [2-4]. The metallic 
matrix of this material is formed by different amounts of ausferrite (a fine mix of ferrite and austenite) and free-ferrite. The 
aim of this development is to bridge the gap existing between the properties of the pearlitic grades of SGI and the much 
stronger ADI grades, by producing materials with similar strength as the pearlitic grades but displaying greater toughness 
and better machinability. 
The usual methodology used to produce IADI consists of submitting SGI to a partial austenitization by heating within the 
ternary ferrite-austenite-graphite phase field, followed by an austempering treatment [3-5].  Depending on the intercritical 
temperature selected, different amounts of austenite will be present in the sample before cooling. The subsequent 
austempering aims at transforming the austenite into a mixture of acicular ferrite and retained austenite, sometimes referred 
to as “ausferrite”, while leaving the ferrite untransformed. Thus, after heat treatment, the metallic matrix of IADI is 
composed of ausferrite and free ferrite. Under this experimental procedure, the relative amounts and morphology of ferrite 
and ausferrite can be controlled by using different austenitizing temperatures and thermal cycles. The literature reports 
several experimental procedures and considerations to obtain IADI [2-5] and different mechanical properties based on the 
amount of ferrite and ausferrite [6-8]. In general, tensile strength, yield stress, and fracture toughness increase when the 
amount of ausferrite increases, while elongation diminishes. Nevertheless, such a decrease is very small and the IADI keep 
having the minimum value of elongation required by ASTM A 536 standard.  
The fracture surfaces of IADI for different amounts of ferrite-ausferrite were also evaluated by several authors [8-9], 
nevertheless, there is not a complete understanding about the sequence and occurrence of damage mechanisms, nor about 
the influence of the ausferrite (in terms of morphology and volume fraction) on crack propagation and damage evolution. 
Recent studies carried out by the authors improved the understanding of the role of different microconstituents during 
fatigue and tensile testing by means of in-situ analysis [10-13]. This procedure provides a direct observation of the damage 
evolution of IADI. In consequence, in this work, a step by step analysis of IADI samples during tensile testing is carried 
out with the main goal of improving the understanding of the relation between the microstructure of IADI and the damage 
micromechanisms under tensile loading. 
 
 
MATERIAL AND METHODS 
 

he Spheroidal Graphite Cast Iron (SGI) samples were taken from 25 mm “Y” blocks of a melt used in a previous 
work [14]. The SGI material was submitted to a ferritizing annealing following standard heat treatment procedures 
[15]. The annealing is commonly used to standardize the starting microstructure of the samples to be heat treated 

to obtain IADI. Electrical furnaces were employed to carry out the austenitization and ferritization heat treatments and 
500 kg of low-melting-point salt bath (50% NaNO2 and 50% KNO3) were used for the austempering treatments. 
 
Determination of the intercritical temperature interval  
The determination of the upper and lower temperatures of the ferrite-austenite-graphite phase field is necessary to properly 
select the heat treatment temperature to obtain the desired IADI microstructure. In consequence, the kinetics of austenite 
transformation as a function of the heating temperature was investigated. Several 10mm diameter cylinders were heated and 
held for one hour at temperatures in the range of 720–900 °C, at steps of 20 °C. After the holding stages were completed, 
each sample was quenched in water. They were then sectioned and prepared for metallographic observation. The 
microconstituents were quantified (% in volume) by using an optical microscope and the Image Pro Plus software. Reported 
values are the average of at least three determinations. The graphite areas were not accounted for in the reported percentage 
of the microconstituents. 
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Once the advance of the austenite precipitation within the intercritical temperature range was characterized, this information 
was used to design the heat treatment cycle aimed at producing a microstructure consisting of 60% ferrite and 40% ausferrite. 
The heat treatment consisted of a partial austenitization of the ferritic samples, by holding them into the furnace within the 
intercritical interval at the selected temperature for one hour, followed by an austempering step in a salt bath at 350°C for 
90 min. 
 
Tensile test sample 
A very small-size specimens were machined from the calibrated zone of one-inch Y block. Then, samples were ground to 
1 mm in thickness and polished using standard procedures. The dimensions of the small tensile specimen are shown in Fig. 
1. 
 

 
 

Figure 1: Dimensions of the small-size tensile test specimen. 
 

Step by step damage evolution  
The small-size tensile samples were tested by using a tensile testing device  specially designed to perform a step by step 
analysis (Fig. 2). The tensile device includes a Linear Variable Differential Transformer (LVDT) and two miniature load 
cells (10 kN each). The device is prepared to perform a step by step loading, keeping the load constant within steps by 
means of the tensile holder as is shown in the magnification of Fig. 2. The samples are then loaded to some specific value 
and then examined at microstructural level using both Light Optical Microscopy and SEM. The microscopic observations 
were conducted “in-situ” by using a digital microscope Leica VZ105C equipped with a digital microscope camera Leica 
DVM2000 and a SEM Philips 505. 
 

 
 

Figure 2: Schematization of the tensile test device designed to perform step by step tensile tests. The magnification area shows tensile 
holder details. 
 
 
RESULTS 
 
Material characterization and intercritical temperature interval 

amples of the same melt used in this study were also used by Fernandino and Boeri [14]. The chemical composition 
is listed in Tab. 1. After the pre-conditioning annealing, a fully ferritic metallic matrix was achieved. The 
microstructures obtained after heating the samples at three different temperatures within the intercritical interval and 

quenched in water are shown in Fig. 3. The metallographies show ferrite (white), graphite (black), and martensite (gray). The 
martensite is formed after quenching of the austenite present at the austenitization temperature; therefore, its amount 
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indicates the amount of austenite at the selected heating temperature within the intercritical temperature interval. In 
consequence, as the heating temperature increases, the amount of martensite also increases. The fraction of austenite formed 
as a function of the temperature is shown in Fig. 4.  
Based on this information, a heating temperature of 788°C was selected to achieve an IADI with 60%Ferrite and 
40%Ausferrite after the austempering heat treatment. Fig. 5 shows the resulting microstructure after the austempering from 
the intercritical heating temperature. The metallographies show ferrite (white), graphite (black), and ausferrite (gray). 
 

C Si Mn S P Mg Cu 

3.32 2.36 0.31 0.012 0.016 0.033 0.62 
 

Table 1: Chemical composition of DI used (weight %, Fe balance). 
 

 
 

Figure 3: Metallographies after rapid quenching of samples heated up to different temperatures and maintained for 60 min. (100×). 
(a)780 °C, (b) 800 °C, (c) 840 °C. 

 

 
 

Figure 4:  The kinetics of austenite transformation as a function of the temperature.  

(a) 

 250µm 

(b)

 250µm

(c) 

     250µm
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Micro-scale damage evolution   
Fig. 6 shows a sequence of metallographic observation of the micro-scale damage evolution during the step by step loading 
procedure, at different engineering strains (eng). Both optical micrographies (I) and SEM images (II) are shown.  
As shown in Fig. 6a, for eng=0.004, the microstructural damage involves two features: crack initiation at the matrix-nodule 
interface (MNI), see the magnification of Fig. 6a-II, and the beginning of plastic deformation marks, mostly located near 
the graphite nodules which are generally surrounded by ferrite. 

 

 
 

Figure 5: Microstructure after the austempering from the partial austenitization temperature. 
 

As the macroscopic strain rises to 0.02, Fig. 6b, complete Matrix-Nodule interface Debonding (MND) takes place, while 
signs of plastic deformation bands and crack initiation at the metallic matrix are observed along the whole sample surface. 
White arrows in Fig. 6b-I and II point out some sites of crack initiation. The MND mechanism was generally observed as 
a separation of the MNI with a very thin layer of graphite remaining bonded to the interface, as it is shown in Fig. 6b-II. It 
is worthy to note that generally, the graphite nodules were surrounded by ferritic phase ( previously obtained by an annealing 
heat treatment) and this observation is in agreement with those of D’Agostino et al (2017) [11] who proposed that when 
the ferritic microstructure of SGI is obtained by means of an annealing heat treatment, the damaging mechanism of MNI 
is characterized by the debonding of the surface of the as-cast nodules and the thin carbon layer formed on the surface of 
those nodules during the ferritization process. However, an "onion-like" fracture mechanism is generally reported when 
ferritic microstructure is obtained from as-cast condition [9,10].  
For eng=0.1, the evolution of plastic damage mechanisms in the metallic matrix and the beginning of crack propagation is 
observed (in Fig. 6c and d). As the strain rises to eng=0.14, Fig. 6e, the crack propagation is observed preferentially at ferritic 
grain boundary or at the ausferritic-ferritic interface in an attempt to propagate along it. An example of crack tending to 
follow the ausferrite acicular morphology during the propagation is pointed out by a white arrow in the magnification in 
Fig. 6e-II. Additionally, an optical micrograph showing a crack initiation at a ferritic grain boundary (pointed out by a white 
arrow) surrounded by signs of plastic deformation is presented in Fig. 7. 
The final fracture was reached at eng=0.152, Fig. 6f. The internodular zones tend to localize the plastic deformation, acting 
as predominant sites for crack initiation and propagation, as it was also reported by the authors for ferritic SGI [13]. 
However, in the IADI evaluated, it is observed that ausferrite and ausferrite-ferrite interfaces also act as sites for crack 
initiation and propagation. Consequently, the final fracture is produced by crack propagation across the internodular 
ligaments and along the ausferrite, that later coalesce into a single dominant crack leading to the material failure. Similarly 
to the observation reported by the authors for ferritic SGI [13], MND and some sites of crack initiation at regions that are 
not involved in the final failure crack are also evidenced (magnification of Fig. 6f-II). However, the plastic deformation 
observed in this investigation was smaller than that reported for ferritic SGI, which is consistent with the lower strain value 
for the final fracture. Accordingly, it is possible to argue that as the ausferrite fraction increases, the amount of plastic 
damage mechanisms at both the final fracture and near the final crack decrease. 
The resulting fracture surface, Fig. 8a, shows a combination between the well-known ductile damage mechanism of Ferritic 
SGI [13,15,17] and quasi-cleavage fracture mechanism for ADI [16,17] resulting from quasi-static loading conditions. These 
observations support that there is a competition between the plastic deformation at the internodular zones and the crack 
propagation along the ausferrite during fracture.  
 

200µm
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Figure 6: Sequence of metallographic observation of the micro-scale damage evolution during the step by step procedure at different 
engineering strains (eng . I-Optical micrographies, II-SEM images. (a) eng= 0.04, (b) eng= 0.2, (c) eng = 0.5, (d) eng = 0.10, (e) eng= 
0.14, (f) eng = 0.152. 
 
Magnifications of different areas of the fracture surfaces in Fig. 8a are presented in Fig. 8b,c and d. A detail of a quasi-
cleavage facet is shown in Fig. 8d. It is important to note the tearing between the cleavage facets. These tearing is a result 
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of the quasi-cleavage fracture mechanism itself, where the fracture initiates along the cleavage facets and is followed by 
plastic strain of the remaining ligament. This is the main difference with a classical cleavage facet, in which the fracture 
process is characterized by the separation of the cleavage planes through its edges [18]. 
 

 
Figure 7: Optical micrography showing a crack initiation at a ferritic grain boundary. Engineering strains, eng = 0.10. 

 

 
Figure 8: Fracture surface of the small tensile sample resulting from the quasi-static loading condition. Different magnifications. 
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CONCLUSIONS 
 

n analysis of the microstructural damage mechanisms induced by tensile loading on intercritically austempered 
ductile iron (IADI) has been presented. The main findings are: 
- At the beginning of the deformation, the crack initiation is preferentially located at matrix-nodule interface. 

Then, as strain increases, the crack initiation is also observed at ferritic grain boundaries and at the ausferrite-ferrite 
interface. 

- During the damage evolution, a competition between the plastic deformation on internodular zones and crack 
propagation along ferritic grain boundaries and ausferritic phase takes place. 

- A mix of ductile and quasi-cleavage fracture surfaces is observed under the experimental procedure carried out. These 
characteristics of the fracture surfaces are consistent with those resulting from quasi-static loading conditions on ferritic 
SGI and ADI, respectively.   

- The final fracture is produced by crack propagation across the internodular ligaments and along the ferritic grain 
boundaries and ausferrite, that later coalesce into a single dominant crack leading to the material failure. 

- Further investigations considering different proportions of ausferrite-ferrite and the characterization of the 
crystallographic direction of the ausferrite phase respect to the crack propagation should be undertaken, in order to 
generalize the validity of these results. 

 
 
ACKNOWLEDGEMENTS 
 

his research has been supported by grants awarded by CONICET-CUIA (Bilateral Cooperation Program-2017), 
ANPYCT (PICT 2016-3838), the National University of Mar del Plata (ING 458/16).  
 

 
 
REFERENCES 
 
[1] Ductile Iron Society. Ductile Iron Data for Design Engineers. Rio Tinto Iron & Titanium, Inc.1998. 
[2] Aranzabal, J., Serramoglia, G. and Rousiere, D. (2002). Development of a new mixed (ferritic–ausferritic) ductile iron 

for automotive suspension parts, Int. J. Cast. Metal. Res. 16 (1), pp. 185-190. DOI: 10.1080/13640461.2003.11819580. 
[3] Basso, A., Martínez, R.A. and Sikora, J.A. (2006). Development of dual phase ADI. Proceedings of the Eighth 

International Symposium on Science and Processing of Cast Iron, Beijing, China, 16-19 October. 
[4] Aristizabal, R., Hayrynen, K., Foley, R., Griffin, J. and Monroe, C. (2014). Austemperability of Intercritically 

Austempered Ductile Iron (IADI). AFS Transactions, American Foundry Society, Schaumburg, IL USA. pp. 279-286. 
[5] Fernandino, D.O., Massone, J.M. and Boeri, R.E. (2013). Characterization of the austemperability of partially 

austenized ductile iron, J. Mater. Process. Tech., 213, pp. 1801-1809. DOI: 10.1016/j.jmatprotec.2013.05.002. 
[6] Panneerselvam, S., Putatunda, K., Gundlach, R. and Boileau, J. (2017). Influence of intercritical austempering on the 

microstructure and mechanical properties of austempered ductile cast iron (ADI), Mat. Sci. Eng. A-Struct., 694, pp. 
72-80. DOI: 10.1016/j.msea.2017.03.096. 

[7] Chen, J.K., Chen, B.T. and Tsai, J.S. (2016). Microstructural evolutions and properties of partially austenitizing and 
austempered ductile irons, Steel Res. Int., 87 (2), pp. 191-198. DOI: 10.1002/srin.201400603. 

[8] Basso, A., Sikora, J. and Martínez, R. (2013). Analysis of mechanical properties and its associated fracture surfaces in 
dual-phase austempered ductile iron, Fatigue Fract. Eng. Mater. Struct., 36 (7), pp. 650-659.  
DOI: https://doi.org/10.1111/ffe.12032 

[9] Kilicli, V. and Erdogan, M. (2010). The nature of the tensile fracture in austempered ductile iron with dual matrix 
microstructure, J. Mater. Eng. Perform., 19, pp. 142-149. DOI: 10.1007/s11665-009-9386-x. 

[10] Iacoviello, F., Di Cocco V. and Cavallini, M. (2016). Fatigue crack propagation and overload damaging 
micromechanisms in a ferritic–pearlitic ductile cast iron, Fatigue Fract. Eng. Mater. Struct., 39(8), pp. 999-1011.  
DOI: 10.1111/ffe.12443. 

[11] Iacoviello, F., Di Cocco, V., Rossi, A. and Cavallini, M. (2013). Pearlitic ductile cast iron: damaging micromechanisms 
at crack tip, Fract. Struct. Integr., 7(25), pp. 102-108. DOI: 10.3221/IGF-ESIS.25.15. 

A 

T 



 

                                                          D. Fernandino et alii, Frattura ed Integrità Strutturale, 51 (2020) 477-485; DOI: 10.3221/IGF-ESIS.51.36 
 

485 
 

[12] D’Agostino, L., Di Cocco, V., Fernandino, D.O. and Iacoviello, F. (2017). Damaging micromechanisms in an as cast 
ferritic and a ferritized ductile cast iron, Proc. Struct. Integr., 3, pp. 201-207. DOI: 10.1016/j.prostr.2017.04.045 

[13] Fernandino, D.O. and Boeri, R.E.,(2019). In‐situ microscopic analysis of ferritic ductile iron during tensile loading 
Relation between matrix heterogeneities. Fatigue Fract. Eng. Mater. Struct., 42, pp. 2220-2231.  
DOI: 10.1111/ffe.13030. 

[14] Fernandino, D.O. and Boeri, R.E. (2015). Fracture of pearlitic ductile cast iron under different loading conditions. 
Fatigue Fract. Eng. Mater. Struct., 38, pp. 80-90. DOI: 10.1111/ffe.12220. 

[15] Fernandino, D.O. and Boeri, R.E. (2015). Study of the fracture of ferritic ductile cast iron under different loading 
conditions. Fatigue Fract. Eng. Mater. Struct., 38, pp. 610-620. DOI: 10.1111/ffe.12266. 

[16] Fernandino, D.O and Boeri, R.E (2015). Fractographic analysis of austempered ductile iron. Fatigue Fract. Eng. Mater. 
Struct., 39, pp. 583-598. DOI:10.1111/ffe.12380. 

[17] Martínez, R.A (2010). Fracture surfaces and the associated failure mechanisms in ductile iron with different matrices 
and load bearing, Eng Fract Mech., 77(14), pp. 2749‐2762. DOI: 10.1016/j.engfracmech.2010.07.013. 

[18] Ipohorski, M. and Acuña, R.J. (1988). Fractografía. Aplicación al Análisis de Fallas, Buenos Aires: Comisión Nacional 
de Energía Atómica. 



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile (Dot Gain 20%)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.4
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.0000
  /ColorConversionStrategy /CMYK
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams false
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments true
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 300
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 300
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /ColorImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 300
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /GrayImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 30
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 1200
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile ()
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /CreateJDFFile false
  /Description <<

    /BGR <>
    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000410064006f006200650020005000440046002065876863900275284e8e9ad88d2891cf76845370524d53705237300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef69069752865bc9ad854c18cea76845370524d5370523786557406300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /CZE <>
    /DAN <>
    /DEU <>
    /ESP <>
    /ETI <>
    /FRA <>
    /GRE <>

    /HRV (Za stvaranje Adobe PDF dokumenata najpogodnijih za visokokvalitetni ispis prije tiskanja koristite ove postavke.  Stvoreni PDF dokumenti mogu se otvoriti Acrobat i Adobe Reader 5.0 i kasnijim verzijama.)
    /HUN <>
    /ITA <>
    /JPN <FEFF9ad854c18cea306a30d730ea30d730ec30b951fa529b7528002000410064006f0062006500200050004400460020658766f8306e4f5c6210306b4f7f75283057307e305930023053306e8a2d5b9a30674f5c62103055308c305f0020005000440046002030d530a130a430eb306f3001004100630072006f0062006100740020304a30883073002000410064006f00620065002000520065006100640065007200200035002e003000204ee5964d3067958b304f30533068304c3067304d307e305930023053306e8a2d5b9a306b306f30d530a930f330c8306e57cb30818fbc307f304c5fc59808306730593002>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020ace0d488c9c80020c2dcd5d80020c778c1c4c5d00020ac00c7a50020c801d569d55c002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /LTH <>
    /LVI <>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken die zijn geoptimaliseerd voor prepress-afdrukken van hoge kwaliteit. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /POL <>
    /PTB <>
    /RUM <>
    /RUS <>
    /SKY <>
    /SLV <>
    /SUO <>
    /SVE <>
    /TUR <>
    /UKR <>
    /ENU (Use these settings to create Adobe PDF documents best suited for high-quality prepress printing.  Created PDF documents can be opened with Acrobat and Adobe Reader 5.0 and later.)
  >>
  /Namespace [
    (Adobe)
    (Common)
    (1.0)
  ]
  /OtherNamespaces [
    <<
      /AsReaderSpreads false
      /CropImagesToFrames true
      /ErrorControl /WarnAndContinue
      /FlattenerIgnoreSpreadOverrides false
      /IncludeGuidesGrids false
      /IncludeNonPrinting false
      /IncludeSlug false
      /Namespace [
        (Adobe)
        (InDesign)
        (4.0)
      ]
      /OmitPlacedBitmaps false
      /OmitPlacedEPS false
      /OmitPlacedPDF false
      /SimulateOverprint /Legacy
    >>
    <<
      /AddBleedMarks false
      /AddColorBars false
      /AddCropMarks false
      /AddPageInfo false
      /AddRegMarks false
      /ConvertColors /ConvertToCMYK
      /DestinationProfileName ()
      /DestinationProfileSelector /DocumentCMYK
      /Downsample16BitImages true
      /FlattenerPreset <<
        /PresetSelector /MediumResolution
      >>
      /FormElements false
      /GenerateStructure false
      /IncludeBookmarks false
      /IncludeHyperlinks false
      /IncludeInteractive false
      /IncludeLayers false
      /IncludeProfiles false
      /MultimediaHandling /UseObjectSettings
      /Namespace [
        (Adobe)
        (CreativeSuite)
        (2.0)
      ]
      /PDFXOutputIntentProfileSelector /DocumentCMYK
      /PreserveEditing true
      /UntaggedCMYKHandling /LeaveUntagged
      /UntaggedRGBHandling /UseDocumentProfile
      /UseDocumentBleed false
    >>
  ]
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [612.000 792.000]
>> setpagedevice


